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Several types of defects in castings can be caused by the type of flow of the liquid
metal in to the mold cavity ,shirinkage of the metal during solidification cracking'

(hot tearing) occurs.
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Blows ,scars blisters .And scabs ,which are cavities on the surface of the casting.
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